Chemical Requirements (Composition %) Tensile Requirements

A2B3 GrA 9 |0035) 004 | 04 | | 165724 310/ 4560
A283 GrB 019 | 09 (0035 0.04 | 04 215/ 27 345/ 50-65 28
AZB3 Gr.C 0.24 | 09 (0035 0.04 | 04 | 205 /30 380/ 55-75 25
AZB3 Gr.D 027 | 09 (0035 004 04 230/33 415/ 60-80 23
A2BS5 GrA 017 | 09 (00350035 04 | 165 /24 310/ 45-65 30
A285 GrB 022 | 09 (00350035 04 215/ 27 345/ 50-70 28
A285 Gr.C 028 | 0.9 |0.035/0035 04 | | 205 /30 380/ 55-75 27
AST0Gr30 025 | 09 (0035 0.04 | 04 205 /30 340/ 49 25
A570Gr.33 025 | 09 |0.035 0.04 | 04 | | 230/ 33 360/ 52 23
AS70Gr.36 025 | 09 (0035 0.04 | 04 250/ 36 365/ 53 22
AST0 Gra0 025 | 09 (0035 0.04 | 04 | 275/ 40 3804 55 21
AS70Gras 025 [1.35 |00350.04 | 04 310/45 415/ 60 19
A-570Gr 50 | | 345 /50 450/65 17
A-570 Gr 50 380 /55 480/70 15
AJG/AIEM 026 | 09 | 004 005 04 | | | | 250/ 36 400/ 58-30 20

Chemical Requirements (Compaosition %) | Tensile Requirements

A-139 G A 0.035/ 0,035 | | a8
A-139Gr. B 0.26 | 1.00 (0035 0035 04 35 &0
A-139Gr.C 028 [1.20 |0035/0.035 04 | | 40 70
A-139Gr.D 030 | 1.30 |0.0350.035| 04 42 60
A-139Gr. E 0.30 |1.40 |0.035/0.035/ 04 | | 32 66
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